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fabric preparation for sewing

Preparation of fabric for cutting and sewing
involves the following steps: straightening, shrink—
ing, pressing.
The success of a finished garment depends large-

ly on these important steps. Before discussing
these, certain words need to be defined and should
become a working part of any seamstress voca-
bulary.

Terminology
Selvage—The selvage (sometimes spelled selvedge) is

the finished edge of the fabric and runs lengthwise on
the bolt of fabric. A selvage is found on both edges of
woven fabric. The width of the selvage is one key to the
quality of the fabric. In good fabric, the selvage is about
1/2 inch wide and firmly woven.
Grain—The grain of fabric refers to the directions

in which the threads of the woven fabric run. There are
two grain lines—lengthwise and crosswise.
Lengthwise grain line—The lengthwise grain lines

are the threads running parallel to the selvage. The
lengthwise grain is often referred to as the “straight-
of-fabric.” Generally, the lengthwise threads are strong-
er and more stable than the crosswise threads and are
usually cut going up-and-down the body. This insures a
better fitting and hanging garment. Fig. 1.

Crosswise grain lines—The crosswise grain lines
are the threads running across the fabric from selvage
to selvage and at right angles to the lengthwise grain
line. These threads are usually cut to go around the
body.
Bias—The bias is the direction that slants across

the lengthwise and crosswise threads. A true bias line
makes a 45—degree angle with the- lengthwise and cross-
wise threads and is obtained by folding the fabric so
these threads_are perpendicular. _
The bias direction has the greatest amount of stretch.







A Special Fabric
Fake fur needs to be preshrunk before cutting.

Check the label to determine if the fabric is wash-
able or drycleanable.

Fabrics That Do Not Need Preshrinking
Real leather, suede and fur do not need pre-

shrinking. Vinyl is completely stable and needs
no fabric preparation before cutting.

Preparing Knit Fabrics
Knit fabrics, both wool and man-made, should

be preshrunk. Besides insuring adequate size and
length for the lifetime of the garment, preshrink-
ing removes any excess finish that has remained
in the fabric. Failing to remove this excess solu-
tion before stitching often causes the sewing ma-
chine needle to become coated, resulting in skipped
stitches.
Wool knit fabrics should be drycleaned. Man-

made fabrics such as polyester may be washed.
Knitted fabrics do not have a grain. They do,

however, have a rib. This rib gives the true length-
wise direction of the fabric and is Visible from the
right side or on both sides of the fabric.
When folding knit fabric correctly so that the

lengthwise rib will run up-and-down the body, 10-
cate a lengthwise rib where fabric is to be folded.
Keep the lengthwise fold true with this rib.

Shrinking Findings
Consider all findings—fabrics for linings, under-

linings, facing and interfacings; tapes; zippers—
when preparing for cutting out of a garment. All
fabrics should be preshrunk. In a lined garment,
the two fabrics must act as one. It would be a dis-
aster if one fabric shrunk after the garment was
constructed. Hair canvas interfacing needs to be
thoroughly dampened, dried and carefully steam-
pressed on lengthwise grain of fabric.

Shrink all zippers and tapes when putting them
in fabrics that are completely stable such as perma-
nent press fabrics.

Pressing Fabric
If fabric needs ironing before cutting, iron in the

lengthwise direction only. This keeps the fabric
true and straight. Never push the iron in a bias
direction. This gives the fabric a pebbly, bumpy
appearance.

Determining Grain Perfection of
Fabrics When Buying

The fabrics with permanent finishes applied,
the bonded or laminated fabrics, and many of the
100 per cent man—made fabrics are fairly stable
with the grain locked into position. Most of these
fabrics cannot be returned to grain perfection. To
determine before purchasing if fabric is finished
off-grain, unroll about a yard from the bolt. Match
the selvages so fabric lays flat. Fold back half of
the fabric. Fig. 5. With the eye, determine if the
crosswise threads are perpendicular to the selvage.
Check on both sides of the lengthwise center fold.
Often half of the fabric is on-grain; the other half
is off. If there is no more than 1-inch variation
from the right-angle position, the fabric will be a
satisfactory buy providing it is a plain color or all-
over design. No variation is desirable if the fabric
is completely stable and features stripes, plaids,
checks or motif design.

Non-resin treated fabrics can be checked this
way also. They can, however, be pulled back into
grain perfection.
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