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The Fabric of Natural Clays and its Relation to 
Engineering Properties' 

J A M E S K . M I T C H E L L , Engineer,"^ 

Soils Division, Waterways Experiment Station, 
Corps of Engineers, U. S. Army, Vicksburg, Mississippi 

The fabric of an earth material may be defined as the appearance or pattern pro
duced by the shapes or arrangement of the soil grains, independently of the external 
boundaries of the material. Theoretical considerations and available data indicate 
that the flocculation of claj-s is caused by negative particle surface to positive par
ticle edge electrostatic attractive forces, resulting in a random particle orientation. 
Dispersion, caused by high repulsive forces between particles, leads to a parallel 
association of particles, at least within small zones. Interparticle forces at the time 
of deposition as well as subsequent history of the deposit are believed responsible for 
the fabric of natural clays. 

The microscopic study of thin sections, prepared by a special tei'hnique, from several 
clays at natural water content in both the undisturbed and remolded state has yielded 
direct information on the fabric. Photomicrographs are presented indicating various 
fabric features such as parallel clay orientation. The fabrics formed in the undisturbed 
and remolded clays are explained in terms of the interparticle forces and history of the 
material subsequent to deposition or remolding. 

The remolding of the marine clays studied led to a small but detectable improve
ment of the clay orientation within small areas. The effect of remolding on the fabrics 
of fresh water clays was largely dependent on the intensity of parallel clay orientation 
and the amount of precompression in the undisturbed sample. The magnitudes of the 
differences between undisturbed and remolded engineering properties of both the 
marine and fresh water clays were found to correlate, in general, with the differences 
between the undisturbed and remolded fabric. The more oriented the remolded clay 
with respect to the undisturbed, the greater w e r e the differences between the un
disturbed and remolded engineering properties. 

# FOR many years engineers have been this fabric to alteration by physical, chemical, 
concerned with the effects of remolding on the or electrical means. The fabric of an earth 
structure of clay. Strength losses and com- material may be defined as the appearance or 
pressibihty increases accompanying the re- pattern produced by the shapes and ari'ange-
molding of an undisturbed clay are important ment of the mineral grains, independently of 
considerations in design and construction on the external boundaries of the material. I m -
clay soils. The structure of a clay is defined as portant in making up the fabiic are particle 
the fabric of the clay and the lesistance of oi 'ientation, or the positions of adjacent par-

, „ , , , , • . IV • , u J • tides relative to each other, and texture, or 
1 The research from which this paper lias been prepared 18 - . , ' 

taken from a thesis entitled, "The Importance of Structure the appearance of groUpS ol particles, 
to the Engineering Behavior of Clay," submitted in partial r r i. r i- j . i , i- r i 
fulfillment of the requirements for the degree of Doctor of Heretofore, du'ect observations of C l a y 
Science in Civil Engineering at the Massachusetts Institute fcVirica I I Q - I ^ O V . O O T I imrirvaaihlo Konmico rif +Vio 
of Technology, January 1956. Thesis supervisor was Dr. T . l aOr iCS U a v e Deen impoSSlDle DCCaUSC 01 tne 
Wiiiiani Lambe; his assistance during the conduct of the gmall size of clay particles a n d t h e lack of a 
research and in the preparation of this paper is gratefully , . , , . , , 
acknowledged. procedure for the preparation of undisturbed 

' Currently on active duty, U . S. Army, Fort Belvoir, i r . j mi, • j - i 
Va. samples for study. This paper describes a 
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method whereby thin sections of undisturbed 
and remolded clays may be prepared and 
studied wi th the aid of a peti'ographic micro
scope. The results of a detailed experimental 
and theoretical study of several clays in both 
the undisturbed and remolded states are pre
sented and explained in terms of intcrparticle 
forces and the history of the material. The 
changes in engineering properties as a result 
of remolding are shown to correlate with 
the changes in fabric. Finally, further appli
cations of the direct optical study of claj ' 
fabrics to problems in soil engineering are 
pointed out. 

BACKGROUND AND T H E O E E T I C A L M A T E E I A L 

Lambe (6), Skempton and Northey (IS), 
Rosenqvist (10, 11), Bjerrum (1), and Bolt 
(2) have recently given close attention to the 
structure of fine-grained soils. The facts the 
clay particles are colloids and generally have 
the shape of thin, flat plates or rods have 
formed the basis for their considerations. 
Then, considering the types of intcrparticle 
attractive and repulsive forces in a claj--
water-electrolyte system, theories of soil struc
ture have been built up. Detailed considera
tions of these intcrparticle forces are bej'ond 
the scope of this pai^er. The interested reader 
is referred to the work of Lambe {6) and Bolt 
(2). I t wil l be sufficient to keep in mind the 
following concepts: 

1. A clay suspension wil l flocculate when 
attractive forces exceed repulsive forces. 

2. Intcrparticle repulsive forces generally 
decrease with increasing electrolyte concen
tration and increasing cation valence. 

3. Clay particles usually flocculate when 
suspended in solutions of high salt content. 
The exact salt concentration required to 
cause flocculation is dependent on clay-
mineral type, pH, and t \pe of dissolved salt. 
Concentrations of NaCl greater than 0.1 to 
0.2 molar are generally sufficient to flocculate 
a clay. 

The theory of soil structure as presented by 
Lambe (6) is predicated, in part, on assump
tions relative to the fabric induced by the 
particle orientation within undisturbed fresh 
and salt water clay deposits and in remolded 
clays. The orientation of particles within small 
areas is believed of prime importance. The two 
basic premises of particle orientation are that 
a dispersed system consists of particles in a 

parallel arrangement and a flocculated system 
consists of particles in a random arrangement. 
The parallel particle orientation in a dispersed 
system was predicted from the principles of 
colloidal theory {6, 2, 3, 18), as a parallel 
arrangement of particles puts them in their 
most stable positions. 

Recent work has indicated that flocculation 
of clay probably occurs through simple elec
trostatic attraction between positively charged 
particle edges and negative particle surfaces. 
Theissen (15) presents electron photomicro
graphs which show negatively charged col
loidal gold adsorbed only on the edges of 
kaolinite particles; whereas, positively charged 
silver was adsorbed only on the negative par
ticle surfaces. Van Olphen (16, 17) was among 
the first to suggest the possibility of floccula
tion through edge to surface attraction. Sub
sequently, Schofield and Samson (12) and Bolt 
(2) have obtained experimental data in sup
port of this hypothesis. The flocculation of 
plate-shaped particles by this mechanism wil l 
lead to a random arrangement of particles. 
Indirect evidences obtained from observations 
of such properties as sediment density and per
meability also lend support to the concept 
of a random orientation in a floe. 

Three important differences between a dis
persed and a flocculated clay which aid in the 
explanation of engineering property differ
ences between the two materials may be listed 
as follows: 

1. A t any consolidation pressure, a given 
weight of clay occupies a smaller volume in 
the dispersed (oriented) state than in the 
flocculated (random) state. 

2. The particles within a dispersed clay are 
distributed more uniformly throughout the 
volume than are the particles in a flocculated 
clay. 

3. A given increment of pressure applied 
to two clays, one dispersed and one floccu
lated, previousljr consofidated to the same 
pressure, causes a greater shifting of par
ticles relative to each other in the flocculated 
clay than in the dispersed clay. This shifting 
is toward more parallel orientation. 

Lambe (6) has schematically presented pic
tures of the fabrics as envisioned for undis
turbed-salt and fresh-water clays and for 
remolded clay as shown in Figure 1. He pos
tulates that when a sediment is dumped into 
a salt-water body, the sudden increase in 
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UNDISTURBED SALT WATER DEPOSIT 

UNDISTURBED FRESH WATER DEPOSIT 

REMOLDED 

ACCORDING TO L A M B E (6 ) 

Figure 1. Schematic representations of particle orien
tation i n clays. 

electrolyte concentration and the reduction 
in velocity of the transporting water floccu
lates the clay particles, causing them to settle 
simultaneously wi th the silt and fine sand 
forming a loose, porous fabric. On the other 
hand, clay particles when dumped into fresh 
water, remain dispersed and settle wi th a 
slower velocity and a much higher degree of 
parallel orientation, at least within small 
areas. 

The work of Skempton and Northey (13), 
Rosenqvist {9, 11), B je rmm {1), and Lambe 
{6) has conclusively shown the relation be
tween the leaching of marine clays and sensi
t i v i t y . ' The greater the salt content reduction 
as a result of leaching, the higher the sensi
t i v i t y of a clay to remolding. After a leaching 
of the salt content, but before remolding, the 
particles remain in their flocculated positions. 
^^^len the clay is remolded, however, the low 
electrolyte content tends to cause dispersion 

» Sensitivity is defined as the ratio of undisturbed to re
molded strength. 

or at least a reduction of the degree of floccula-
tion of the particles and results in a fabric as 
indicated in Figure 1. 

E X P E R I M E N T A L 

Theory of Optical Study of Clay Particles 

I n order to obtain conclusive data for the 
purposes of confirming and, if found correct, 
expanding Lambe's picture of fabric and the 
effects of remolding thereon, an optical method 
for the direct observation of samples was 
developed. 

Since individual clay particles are submicro-
scopic in size under magnifications up to 350 X , 
which was found to be a practical l imi t in 
this study, the optical properties of a ran
domly' oriented group of particles are indeter
minate. Such a group of particles appears 
uniformly gray when rotated in plane po
larized light. I f , however, the particles are 
aUgned parallel to each other, they behave 
optically as one large particle and have 
definite optical properties. 

For plate-shaped particles, the refractive 
indices in the directions of the long axes (a 
and b) are approximately equal, but are sig
nificantly different from the refractive index 
in the direction of the short axis (c). I f a group 
of oriented particles is viewed under polarized 
light, looking down the short axis, a uniform 
grayness of the field is observed as the sample 
is rotated about the short axis. I f the group of 
particles is observed normal to the short 
axis, four stages of illumination and extinc
t ion are observed as the sample is rotated 
through 360 degrees."* Groups of oriented 
clay particles observed at any other angles to 
these axes show four stages of illumination 
and extinction during a 360-degree rotation; 
however, the intensities are less and changes 
from illumination to extinction are not as 
abrupt as in the case of observation normal 
to the short axis of the particles. Therefore, 
when a clay sample is to be studied optically, 
i t is necessary to prepare two specimens for 
observation; each taken in a plane normal to 
the other. Orientation at any angle other than 
90 degrees to the plane of one of the specimens 
should then be detectable in both sections. 

* I n the case of rod-shaped particles in parallel orienta
tion, a uniform grayness is observed looking down the long 
axis, whereas, illumination and extinction are observed look
ing normal to this axis. 
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Preparation of Thin Sections 

I n order to apply the optical procedure to 
the study of clay fabric, i t was nccssary to 
develop a method for the preparation of thin 
sections from undisturbed and remolded clays. 
Weatherhead (19) describes a procedure 
whereby thin sections could be prepared from 
very soft rock by impregnating a dried surface 
with pyroxlin (a plastic material) and peeling 
off sections for study. Williamson (SI) and 
Weymouth and Williamson (20) improved this 
procedure and successfully applied i t to the 
study of dried kaolinite surfaces. The present 
author was able to apply this technique to 
other clay soils; however, the use of dry 
samples was undesirable since the effects of 
drying on fabric are unknown. A method was 
sought, therefore, which could be applied to 
clays at natural water content. 

Rosenqvist (10, 11) describes a method 
whereby the water in a clay was replaced by 
sulphonated alcohol, or a similar substance at 
60°C. After cooling the impregnated clay, he 
was able to cut sections down to 2 microns 
thickness with a biological microtome. He was 
successful in applying the procedure to Nor
wegian clays, although the preparation of 
such thin slices probably disrupted some of 
the coarser particles. I t is not likely that the 
raici'otome blade could cut directly through 
silt and fine sand particles. 

A satisfactory method was developed in the 
investigation described hei'cin which involved 
the I'cplacement of soil moisture with a high 
molecular weight polyethylene glycol com
pound (Cai'bowax 6000, produced by the 
Carbide and Carbon Chemical Company-). 
This material is hard at ordinary tempera
tures, melts at about 55°C and is soluble in 
water in all proportions. A small cube of the 
wet clay to be studied was placed in the 
melted material at 60°C. A t the end of three 
days, the water in the clay and the melted 
Cai'bowax had formed a unifoim mixture by 
diffusion ;= the sample was removed from the 
Carbowax and allowed to cool. The cooled 
impregnated sample had a hardness compa-
I'able to that of talc. Thin sections of approxi
mately 40 microns thickness were then pre
pared using a procedure similar to that used 
for the preparation of rock thin sections. The 

5 Since the amount of Carbowax greatly exceeded the 
amount of water, tiie properties of the resultant mixture 
were nearly the same as those of the pure Carbowax. 

only necessaiy modifications of the usual pro
cedure were that kerosene instead of water was 
used for all grinding and cleaning operations 
and that the cement used for sticking the sam
ple to the microscope slide did not employ 
heat for application. This procedure was 
found very satisfactory. The effects of the 
water replacement on the clay are believed 
to be negligible since no volume changes were 
observed on treatment, and i t is felt that the 
th in sections gave an accurate picture of the 
fabrics of the clays studied. 

Clays Studied 

A study was made of 14 clays from various 
locations on the North American continent. 
Seven of these soils are reported in the litera
ture to be of marine or brackish-water origin, 
and seven are believed to be of fresh-water 
origin. A brief description of these clays, their 
index properties, and compositions are listed 
in Table 1.̂  The following thin sections were 
prepared for each clay: 

1. A section parallel and a section perpen
dicular to the horizontal plane through the 
clay as i t existed in nature f rom the undis
turbed clay at natural water content. 

2. One section in a random direction from 
the clay remolded at natural water content. 

3. A section parallel and a section per
pendicular to the horizontal plane through 
the clay as i t existed in nature from the 
undisturbed clay compressed one-dimension-
ally to 2 kg./cm.^ The direction of applied 
pressure was normal to the horizontal. 

4. A section parallel and a section perpen
dicular to the direction of one-dimensional 
consolidation from the remolded clay com
pressed to 2 kg./cm.2 

The Study of Thin Sections 

A l l sections were studied using a petro-
graphic microscopic equipped with a 7.5X 
micrometer eyepiece in combination with 
lOX and 45X objectives. The lOX objective 
gave a field size of 1500 microns diameter and 
permitted the study of detail down to about 
15 microns. The 45X objective gave a field 
size of 330 microns diameter and permitted de
tailed study down to about 3 microns. Plane 

'> The author gratefully acknowledges the assistance of 
Dr. R . T . Martin of the M. I . T . Soil Stabilization Labora
tory who performed the compositional analyses of these 
clays. 
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polarized light was used with the degree of 
illumination varied to afford the best condi
tions for the study of detail. A gypsum or 
sensitive tint plate (550 millimicrons retarda
tion of light waves) was found useful for ])ick-
ing out some details not readily visible in the 
ordinary black, white, and grey tones of the 
thin sections. With the tint plate extinction 
appeared purple, and illumination was either 
}-ellow or green depending on the quadrant 
of the crystal axes with respect to the plane of 
polarization of the light. 

The procedure for the study of thin sec
tions was established in such a way that a 
clear and concise description of the fabric 
could be obtained, and so that numerical rat
ings could be attached to the features making 
up the fabric. The general scheme of study 
was as follows: 

Fabric 

Particle Orientation (Clay) 

Small Areas 
« 1 5 0 0 >. 

diameter) 

Large Areas 
O1500 j< 

diameter) 

Direction 

Orientation of Clay 
around Silt 

Texture 

Regularity of 
Components 

Transition be
tween com

ponents 

Particle Orientation (Silt) 

J 

Each thin section was studied systematically 
and in detail. After a preUminary scanning of 
the entire section, five distinct fields were 
studied. All items listed in the above dia
gram were determined for each field. Rating 
scales from 0 to 100 were arbitrarily estab
lished for most of the features. At the conclu
sion of the study, the values for the individual 
fields were averaged to give one value for the 
sample. 

Particle Orientation. The degree to which 
clay particles were oriented in a parallel ar
rangement could be determined by the in
tensity of illumination and extinction as the 
microscope stage was rotated. Orientation 
intensity was determined both over areas 
larger and smaller than 1500 microns diam
eter. Numerical intensity ratings increase 
from 0 to 100 as the particle orientation 
changes from random to perfect parallelism. 
Photomicrographs of well-oriented Texas 
clay having an orientation rating of 75 are 
shown in Figure 2. Photomigrographs of 
randomly oriented Goose Bay clay, orientation 
rating 0, are shown in Figure 3. The angle of 

Figure 2. Photomicrographs of well oriented Texas 
clay (undisturbed). Above: Ext inct ion. Bciow; I l l u 
mination. Large difference in intensity between ex
tinction and i l iumination indicates that clay is well 

oriented. 

the plane in which clay was oriented with re
spect to a horizontal plane through the clay 
as it existed in nature was determined where 
possible. 

Texture: Regularity of Components. The 
regularity of components refers to the arrange
ment of the components of the field on a large 
scale (greater than 500 micron-diameter 
areas), and is dependent on the distribution of 
silt, and the size and distribution of oriented 
areas. Low regularity ratings indicate a very 
heterogeneous fabric with irregular distribu
tion of oriented patches, irregular silt distri
bution, or orientation in some areas and none 
in others. High regularity ratings are indica
tive of homogeneous appearing fields. Photo
micrographs of clays exhibiting low and high 
regularity are shown in Figures 4 and 5, re
spectively. 

Texture: Transition Between Textural Com
ponents. Transition refers to the manner in 
which oriented areas extend across the sec
tions and the change from one area to another. 
Good interconnection over the field or a 
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smooth transition from orientation in one direc
tion to orientation in another area are indica
tions of good transition (high numerical rat
ing). Isolation of oriented areas, abrupt 
changes in orientation direction, and narrow 
veins of clay oriented in a different direction 
than the rest of the clay are indications of 
poor transitions (low numerical rating). 
Photomicrographs of clays exhibiting high and 
low transition ratings are shown in Figures 6 
and 7, i-espectively. 

Silt Orientation and the Orientation of Clay 
Around Silt. The orientation of silt particles 
was random in almost all cases; consequently, 
this feature was not rated numerically. The 
degree of orientation of clay particles around 
silt particles was observed, since it is possible 
that during compression in nature, clay part
icles may be pressed around the surfaces of 
silt particles and the action of remolding may 
tend to orient clay particles around silt. 

The results of the fabric analysis are listed 
in Table 2. The values Usted in Table 2 are 
averaged from 10 observations—5 for each of 
the two sections studied from any sample, 
with the exception of those for the remolded 
clay at natural water content where only one 
thin section was prepared for each clay. 

T H E F A B R I C S O F U N D I S T U R B E D 

AND R E M O L D E D C L A Y S 

General 

At the conclusion of the examination of the 
14 undisturbed and remolded clay soils in 
thin section, it was noted that several features 
were common to the majority of the clays. 
These features are evidently independent of 
grain size, composition, or mode of formation 
of the clay. 

1. Silt particles did not touch each other 
either in the undisturbed or remolded clays. 
This was true even in those clays, such as 
Dow Field clay, Cincinnati clay, and Pump 
Site clay, all of which had less than 25 percent 
finer than 2 microns. Since silt particles do 
not touch each other but "float" in a matrix 
of clay, they probably have little influence on 
the strength properties of the material. 

2. The variability between the size and in
tensity of oriented areas, regularity, and tran
sition from one field to another is greater 
in the undisturbed clays than in the remolded 
clays. This would be expected since the re-

Figure 3. Photomicrographs of randomly oriented 
Goose B a y clay (undisturbed). Above: Ext inct ion. 
Below: I l luminat ion. No difference in intensity be
tween extinction and i l lumination indicates that clay 

is randomly oriented. 

molding process tends to homogenize the 
fabric. 

3. The improvement in parallel clay orien
tation as a result of one-dimensional compres
sion from natural water content to 2 kg./cm.^ 
is much greater for remolded clays than for 
undisturbed clays. This may be explained 

Figure 4. Photomicrograph of undisturbed New O r 
leans clay exhibiting a n irregular fabric. Note irregu

lar slit distribution. 
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Fif»ure 5. Photomicrograph of undisturbed Pump 
Site clay exhibiting a regular fabric. 

Figure 6. Photomicrograph of sodium kaollnlte ex
hibit ing smooth transitions from one area to another. 

Figure 7. Photomicrograph of undisturbed Boston 
blue clay exhibiting abrupt transitions from one area 
to another. Note vertical discontinuity, center, and 

veins across right half . 

by the fact that the undisturbed clays studied, 
in most cases, had been compressed to a pres
sure greater than 2 kg./cm} in nature; 
therefore, the void ratio change during the 
laboratory recompression was small. The 

remolded clays, however, due to their lower 
strengths, underwent an appreciable void 
ratio change as a result of compression; con
sequently, the change in particle orientation 
was appreciable. 

4. In remolded clays at natural water con
tent, orientation of clay particles parallel to 
one plane is not good over large areas; how
ever, the orientation intensity within small 
areas (<350yu) is good, and oriented areas 
shift smoothly from orientation in one direc
tion to orientation in another. The kneading 
action of the remolding process is responsible 
for this, since during remolding, shear stresses 
are constantly shifting from plane to plane and 
there is no force tending to align particles 
parallel to any one direction. 

Fabrics of the Individual Clays 

The clays studied may be broken down into 
three gi'oups on the basis of the effects of re
molding on their fabrics. 

Group Description 

Undisturbed material slxows 
some parallel orientation 
of the clay. Remolding 
improves orientation in 
small areas, removes dis
continuities, and im
proves the regularity of 
texture. 

Undisturbed material shows 
good parallel orientation 
in largeand/or small areas. 
Remolding has little effect 
on the intensity of orienta
tion 

Undisturbed material above 
random orientation except 
in a few small areas. Little 
or no change in orienta
tion with remolding 

Clays 

Boston blue (Cam
bridge) : Boston 
blue (Charles-
town) ; Fore River; 
Goose Bay; Chi
cago; Beauharnois; 
St. Lawrence 

New Orleans; Texas; 
Louisiana 

Mexico City; Cin
cinnati; Dow 
Field; Pump site 

Group 1 Clays. With the exception of Chi
cago clay, all the clays in this group are be
lieved to have been formed in a marine or 
brackish environment. Photomicrographs of 
undisturbed and remolded Boston blue clay 
(Cambridge) are shown as a typical example 
of the clays in this group in Figure 8. I t may 
be noted that the differences between the in
tensities of illumination and extinction are the 
greatest for the remolded clay indicating 
that the clay in the remolded material is 
better oriented. 

The results of the study of these clays were 
somewhat surprising in that all the undis
turbed clays exhibited some degree of parallel 
orientation. This would not be expected on the 



T A B L E 2 
R E S U L T S O F T H I N S E C T I O N S T U D Y 

Clay 

Boston Blue 
(Cam
bridge) 

Boston Blue 
(Charles-
town) 

Mexico City 

Fore River 

Goose Baj' 

Chicago 

Beauharnois 

State* 

Parallel 
Orientation 
Intensity in 
Large Areas 

O1500 M ) 

U Natural w 
R Natural w 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural i 

R Natural w 
U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural w 

R Natural w 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural w 

R Natviral w 
U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural w 

R Natural w 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

Direc
tion of 

Orienta
tion in 
Large 
Areast 

47 
43 

65 

80 

15 
75 

Patches 
< Field 

43 

0 

52 

50 
5 

5 

55 

20 

0 

65 

- 7 ° 

17° 

10° 

11° 

Size of 
Small 

Oriented 
Areas u 

30-100 
30->350 

20-150 

>350, 60% 
area 

50-150 

10-25 
75->350 

40->350 

20-150, 
50% 
area 

20-40, 20% 
area 

70->350, 
60% 
area 

20->350, 
50%, 
area 

50->350, 
60% 
area 

100-400 

70-300 
15-30, 40%, 

area 
20->350, 

60% 
area 

10-20, 50%o 
area 

15, 50% 
area 

to 500 

to 300 

30-450 

20->360, 
60% 
field 

Inten
sity of 
Small 
Ori

ented 
Areas 

50 
70 

66 

85 

65 
75 

44 

65 

60 
34 

43 

95 

36 

65 

66 

Regu
larity 

of 
Texture 

30 
65 

72 
51 

60 

75 

90 

90 

60 
81 

66 

84 

60 

42 

81 

81 

Transi
tion 

between 
Com

ponents 

Orientation of 
Clay around 

Silt 

30 
60 

50 

75 

54 
26 

82 

38 

72 

77 

90 

60 
42 

45 

81 

39 

54 

50 

77 

Random 
Oriented >5 

H layer 
Oriented on 

some 
Parallel to 

matrix 

Random 

Oriented 
6 n layer on 

some 

5 M layer on 
some 

Oriented 

Random 

Random 

Slightly ori
ented 

3 n layer on 
some 

Mostly par
allel to 
10% 

oriented on 
some 

Random 
Random 

Some imral-
lel to 12" 

Oriented on 
some 

Oriented on 
some 

Oriented on 
some 

Oriented on 
some 

Remarks 

Definite pre
dominance 
of clay ori
ented par
allel to 
horizontal. 

Sections 
split. D i 
rections in 
error. 

Section 
split. Di 
rections in 
error. 

150 M wide 
vein across 
section 
clay at 
right an
gles to 
mass. 

Sharp dis
continu
ities. 

Intercon
nected 
patches 
(10%, area) 
to 150 M di
ameter at 
90° to main 
body. 

Black fibers 
15 X 150 M 
jiarallel to 
5°. 

Brown spots 
to 150 M di
ameter. 

Patchy tex
ture. 

Patchy tex
ture. 

Patchy tex
ture. 

Fissured, 
weakly ori
ented 
patches of 
all sizes 
and shapes 

Patchy tex
ture. 

701 
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T A B L E 2—Continued 

Clay 

Cincinnati 

St. Lawrence 

New Orleans 

Dow Field 

Texas 

Louisiana 

Pump site 

State* 

U Natural i 

R Natural w 
U 2 Icg./sq. em. 

U Natural w 

R Natural w 
U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural w 

R Natural w 

V 2 kg./sq. cm. 

U Natural w 

R Natural w 

U Natural if 

R Natural w 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

U Natural w 
R Natural w 

U 2 kg./sq. cm. 

R 2 kg./sq. cm. 

Parallel 
Orientation 
Intensity in 
Large Areas 

OlSOO,; ) 

0 
10 

10 
60 

37 

53 

5 

25 

75 

50 

15 

30 

28 

73 

0 
20 

Direc
tion of 

Orienta
tion in 
Large 
Areast 

11° 

Varies 

16° 

21° 

Size of 
Small 

Oriented 
Areas 

10-30,30% 
field 

20-30 
20-30 

10-300 
>350 

20-100 

150-450 

15->350, 
50% 
area 

200-400, 
10% 
area 

15, 10% 
area 

20-30, 15% 
area 

>350, 90% 
area 

Bands to 
300 

10-150, 
50% 
area 

15-500, 
60% 
area 

15->350, 
50% 
area 

15-800. 
60% 
area 

15 
20, 25% 

area 
0 

15->350, 
20% 
area 

Inten
sity of 
Small 
Ori

ented 
Areas 

37 

35 
35 

75 
50 

72 

100 

76 

5 

45 

85 

83 

72 

55 

75 

10 
20 

Regu
larity 

of 
Texture 

40 

60 
81 

63 
63 

60 

66 

72 

84 

57 

66 

69 

60 

90 
78 

90 

Transi 
tion 

between 
Com

ponents 

48 

60 
57 

50 

69 

84 

72 

38 

63 

36 

51 

63 
78 

56 

84 

Orientation of 
Clay around 

Silt 

Oriented 
Oriented on 

some 

Oriented on 
some 

Random 

Random 

Random 

Parallel to 
11° 

Oriented on 
some 

Random 

Random 

Oriented on 
some 

Parallel to 
matrix 

3 fi layer on 
some 

Random 

Remarks 

Silt distri
bution not 
uniform. 

Section split 
up, direc
tion uncer
tain. 

20 n wide 
streak 
across sec
tion. 

Streakofclay 
oriented in 
different 
direction 
than rest of 
material. 

Very silty. 

• U = Undisturbed; R = remolded. 2 kg./sq. cm. = .After one-dimensional compression to 2 kg./sq. cm. 
t Angle of orientation with respect to a horizontal plane. 

basis of the flocculating nature of salt water 
as outlined previously. Rosenqvist (11) found 
that the clay particles in highly sensitive Nor
wegian marine claj-s were almost completely 
randomly distributed. However, he also 
points out that the consolidation of these 
clays has never been very great. Table 3 indi

cates that all of the group 1 clays, with the 
exception of Beauharnois clay, had undergone 
at least 2.9 kg./cm.^ precompression in 
nature. Since compressions in nature are es
sentially one-dimensional, considerable orien
tation of clay particles could result. 

In order to test further the orienting effect 
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F i g u r e s . Photomicrographs of undisturbed and remolded Boston blue clay (Cambridge). Above: U n d i s t u r b e d -
Lef t : Ext inct ion; Right : I l luminat ion . Below: Remolded—Left: Ext inct ion; R i g h t : I l luminat ion. 

of pressure on an initially random sample, 
air-dried, powdered Boston blue clay was 
thoroughly mixed with sea water and com
pressed one-dimensionally to 4 kg./cm.^ (a 
typical precompression load for Boston blue 
clay). The compression curve for this sample, 
Figure 9, follows a hne having the same slope 
as the virgin curve of the undisturbed material, 
and at any pressure the void ratio is only 
slightly less than the undisturbed void ratio. 
Consequently, this laboratory sample was 
probably a reasonable duplication of the un
disturbed clay. Photomicrographs of thin 
sections prepared from this sample are shown 
in Figure 10. I t may be seen by the differences 
in intensity between the illumination and ex
tinction position that this sample was well 
oriented. A considerable part of the orienta
tion in undisturbed marine clays, therefore, 
may be attributed to precompression. 

The Fore River, Goose Bay, and Beauhar
nois clays all exhibited a patchy fabric. In 
these undisturbed clays, orientation parallel 
to any one direction persisted only over areas 
of 50 to 500;u diameter. In all three clays 

some of the patchy nature of the undisturbed 
clay remained after remolding. A probable 
reason for this is that some of the oriented 
areas are too tightly bonded internally to be 
broken down during remolding. Lambe and 
Martin (7), in their studies of the relationship 
between soil properties and composition, have 
found many cases where clay aggregates are 
too strongly cemented by carbonates and iron 
and aluminum oxides to be broken up. I t is 
believed that these oriented zones represent 
cemented groups of particles that were 
dumped intact into the sediment during its 
formation since they were oriented in ran
dom directions. These clusters of oriented 
particles could possibly be fragments of eroded 
shales from which a part of the sediment was 
derived. 

The majority of the clays in this group were 
characterized by the presence of abrupt 
discontinuities and narrow veins of clay 
oriented in a direction different from that of 
the remainder of the material. These veins and 
discontinuities could represent old fissures or 
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D R I E D . POWDERED SAMPLE W I T H SEA WATER 
I N I T I A L «' ' 6 0 % . C , = 0 . 3 5 

U N D I S T U R B E D 
0 . 3 3 

REMOLDED 

= COMPRESSION INDEX 
d ( l o g , o P 

C O N S O L I D A T I O N P R E S S U R E IN K g / C M 2 

Figure 9. Consolidation of different samples of Boston blue clay. 

shear planes resulting from ground move
ments. 

The overall randomness of the jiarticle 
orientation noted in the undisturbed Chicago 
claj- was somewhat surprising since this ma
terial is thought to have formed in a fresh 
water environment where flocculation would 
be at a minimum. However, the "fresh" waters 
in the Chicago area are known to be high in 
dissolved calcium and magnesium carbonates. 
At the time of deposition, the clay was un
doubtedly either in the calcium or magnesium 
form in which case flocculation could easih-
have occurred. 

Remolding the clays in this group ho
mogenized the fabric and inci'eased the in
tensity of pai'allel orientation in small areas. 
After compression to 2 kg./cm.'^ the clay 
orientation was generally very good over large 
areas. 

Group 2 Clays. Both the Texas and New Or
leans clays were very stiff and heavily precom-
pressed. Photomicrographs of undisturbed and 
remolded New Orleans clay are shown in Figure 
11, where it may be noted that the differences 
between extinction and illumination are about 
the same for the undisturbed and remolded 
clay. Tlie high intensity of parallel orientation 
in the undisturbed materials would be antici
pated as a result of their fresh water origin 
and heavy precompression. The undisturbed 
Louisiana clay showed reasonably good orien
tation in small areas, but not over large areas. 
The pi'ecompression of this clay was signifi
cantly less than in either the New Orleans or 
Texas clays. 

Group 3 Clays. Cincinnati, Dow Field, and 
Pump Site clays all contained more than 75 
percent silt and fine sand. Particle orientation 
in these materials was restricted to areas 
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Figure 10. Photomicrographs of powdered Boston blue 
clay consolidated one-dimcnsionally to 4 kg/cm^ in 
sea water. Above: Ext inct ion. Below: I l luminat ion . 
Large difference in intensity between extinction and 
i l luminat ion indicates parallel orientation of clay 

particles. 

geneialh' less than 50/i in diameter. Photo
micrographs of Dow Field clay, Figure 12, 
are characteristic of these clays. These ma
terials had low sensitivities and showed little 
change in orientation due to remolding. Most 
likely the high jjcrcentage of coarse particles 
prevented the development of orientation 
paiiillel to any one direction over large areas. 
The Mexico City clay was found to have a 
very random fabric. This material was formed 
as a result of wind-blown volcanic ash being 
dumped into a fresh water basin. The most 
detailed mineralogioal investigation carried 
out on this particular sample has failed to 
show more than a trace of montmorillonite 
and no other clay minerals. The greatest 
percentage of material is believed to be a 
weathered volcanic ash, probably changing to 
montmorillonite. Since volcanic ash paiticles 
are definitely not plate-shaped, orientation 
of particles would not be expected. 

T H E R E L . \ T 1 0 N B E T W E E N B E H A V I O R 

AND F A B R I C 

The discussion in the preceding section and 
the data in Table 2 have shown that the fabrics 
of undisturbed clays may assume various 
forms, particularly regarding the orientation 
of clay particles. In addition, the change in 
fabric as a result of remolding varies from 
clay to clay. This section will show how the 
fabrics are related to the engineering proper
ties of undisturbed and remolded clays. 

In Table 3 are listed strength, permeability, 
and compressibility data for the clays studied. 
Shearing strengths were obtained with the 
laboratory vane apparatus described by Kus-
nitz (4). Compressibility data were obtained 
using standard consolidation testing methods 
as given by Lambe (5). Permeabilities in a 
horizontal and vertical direction through a 
clay were determined using a six>cial appara
tus developed by the author and described 
in reference 8. 

Composition 
Compositionally the clays fall into three 

groups: illitc-chlorite clays, illite-montmoril-
lonoid clays, and Mexico City clay, which is a 
weathered volcanic glass. I t may be noted that 
the marine clays belong to the illite-chloritc 
group, whereas, the majority of the fresh 
water clays belong to the illite-montmoril-
lonoid group. The marine clays undergo the 
greatest changes in particle orientation and 
engineering properties as a result of remolding. 

Electrolyte Content of the Pore Water 
The effect of high electrolyte concentration 

in depositional waters on the flocculation of 
clay suspensions has been pointed out. Lambe 
{6), Skempton and Northey (13), Bjerrum (1), 
and Rosenqvist (5) have shown that changes 
in electrolyte content subsequent to deposi
tion have some, but not a large effect on the 
properties of the undisturbed clay, but that the 
remolded properties are affected to a high 
degree. The marine clays listed in Table 1, 
with the exception of the Boston blue clay 
from Charlestown, all have a present electro
lyte content of about 0.05 molar which is 
considerably less than the 0.4-molar NaCl 
concentration of sea water. These clays 
showed the greatest changes in fabric and 
engineering properties due to remolding. 



Figure 11. Photomicroaraphs of undisturbed and remolded New Orleans clay. Above: Undisturbed- Lef t : Ex
t inction; Rlftht: I l luminat ion. Below: Remolded—Left: Ext inct ion; R ight : I l luminat ion. 

Figure 12. Photomicrographs of undisturbed and remolded Dow Field clay. Above: Undisturbed—Left: Ext inc
tion; R ight : I l luminat ion. Below: Remolded—Left: Ext inct ion; Right : I l luminat ion . 
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Figure 13. Sensitivity vs. improvement i n particle 
orientation in small areas due to remolding. 

Sensitivity 
Sensitivity' is plotted in Figure 13 as a func

tion of the improvement in parallel orientation 
intensity within small zones caused by re
molding. A definite relation is far from defined 
by Figure 13; however, there is a trend be
tween increasing sensitivity with orientation 
improvement. A clay of high sensitivity may 
be considered as a flocculated material 
(random orientation) in the undisturbed state 
and as a dispersed material (parallel orienta
tion) in the remolded state. Observations have 
repeatedly confirmed the fact that a floccu
lated clay has a higher strength than a dis
persed clay at the same void ratio. 

Compressibility 
The consolidation constants for the undis

turbed and remolded clays are listed in Table 
3. The compression index (Cc) values represent 
the slope of the straight line portion of the 
void ratio-log pressure curve. Secondary com
pression ratios were determined by the square 
root of time fitting method (14)- The values 
of secondary compression ratio listed in Table 
3 are those corresponding to a consolidation 

' Determined as the ratio of the peak strength of the un
disturbed clay divided by the remolded strength at the same 
strain. 

pressure equal to the precompression load on 
the undisturbed clay in nature. 

For each clay, the remolded Cc value is less 
than the undisturbed Cc value. Since the intcr-
particle repulsions in a remolded clay are 
higher than in the undisturbed and, therefore, 
the particles may pack oflSciently, the clay 
undergoes significant void ratio decrease under 
low loads. The undisturbed clay compresses 
very little until the pressure exceeds the pre
compression load. When both materials have 
been consolidated to a pressure equal to the 
precompression load, the void ratio of the 
remolded clay is significantly less than the 
void ratio of the undisturbed clay, as indi
cated by the void ratio values in Table 3. 
There is a minimum void ratio to which a 
given clay can be compressed regardless of 
pressure or initial orientation. This void ratio 
will be greater than zero due to irregularities 
in particle shapes and surfaces. At the maxi
mum past pressure, the remolded clay is 
closer to the minimum possible void ratio 
than is the undisturbed clay. Due to this 
denser and more efficient packing in the re
molded clay, a given increment of pressure 
causes a smaller void ratio decrease than oc
curs in the undisturbed sample under the same 
increment of pressure. Therefore, the slope 
of the straight-line portion of the undisturbed 
curve is steeper than that for the remolded 
clay. 

On the basis of these considerations, one 
would expect a correlation between the im
provement in orientation caused by remolding 
and both (1) the difference between the undis
turbed and remolded void ratios at a pressure 
equal to the maximum precompression, and 
(2) the differences between the undisturbed 
and remolded Cc values. Figures 14 and 15 
show these expectations to be correct. Figure 
14 shows the ratio of undisturbed to remolded 
compression index to increase with the im
provement in orientation intensity due to re
molding. Figure 15 indicates that the ratio of 
undisturbed to remolded void ratios at the 
maximum past pressure increases as the 
improvement in orientation intensity due to 
remolding increases. 

Secondary compression, or that void ratio 
decrease that occurs after excess hydrostatic 
pressure in the pore water is dissipated, has 
been attributed by Lambe (ff) to the break 
down of aggregates and the shifting of particles 
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under stress. He also points out that there is 
undoubtedly extrusion of adsorbed water from 
between particles at a very slow rate; however, 
this process can occur with negligible volume 
change. I f secondary compression is indeed 
caused l^y these factoi's, then the measui'ed 
values of secondary compression ratio should 
bear some relation to the orientation. 

The data in Table 3 indicate that the undis
turbed secondary compression I'atio is greater 
than the remolded secondary compression 
ratio in all but two cases. The data in Table 2 
show that, in general, the undisturbed clays 
have a more random particle orientation than 
do the remolded. Since the remolded clays are 
more efficiently packed than the undisturbed 
clays, the amount of particle shifting during 
compression is less than occurs in the undis
turbed clays. The difference between undis
turbed and remolded secondary compression 
ratios is shown in Figure 16 as a function of the 
orientation change due to remolding. No 
clear-cut relation is defined. The scattei- of 
these points may possibly be due to the fact 
that the effects of time are not considered. 
The I'clative amounts of final particle adjust
ment that occur during primary and sî condary 
compression are unknown quantities. I t is 
quite likely, however, that these adjustments 
are functions of the orientation of particles 
before load a])plication, the forces by which 
these i)articles arc held in this oi'ientation, the 
si)eed of compression, and the pressure to 
which the clay is subjected. The net effect of 
these factors is probably much too complex to 
be quantitatively expressed by the secondary 
compression ratio. 

Permeabiliiy 
Directly measured permeability values for 

the undisturbed and remolded clays at 
natural water content and after compression 
to 2 kg./cm.2 are listed in Table 3. I t may be 
noted that, in general, remolding decreases 
the permeability at natural water content by 
a factor of from 1 to 15 with a reduction to half 
the undisturbed value typical for many of the 
materials. Permeability decrease due to re
molding would be expected on the basis of the 
fabric changes. I t was previously noted 
(Table 2) that remolding homogenized the 
fabric and improved the parallel orientation 
of particles. As a result the remolded material 
represents a more uniform space distribution 

Figure 14. Ratio of undisturbed to remolded compres
sion index as a function of orientation Improvement 

due to remolding. 

(OtUOLDED O.rEI 

Figure 15. Ratio of undisturbed to remolded void ratios 
at maximum past pressure as a function of the Improve
ment in orientation In small areas due to remolding. 
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Figure 16. Difference between undisturbed and re
molded secondary compression ratio as a function of 
improvement in orientation intensity due to 

remolding. 

of particles than does the undisturbed. There
fore, the average pore diameter in the re
molded clay is lower than in the undisturbed 
and the resistance to water permeation is 
higher, resulting in lower permeability values 
for the remolded clay. 

The data in Table 3 also show that the per
meability in a horizontal direction through a 
clay is, in most cases, higher than the per
meability in a vertical direction, particularly 
after the clay has been compressed one-di
mcnsionally. Two factors can be responsible 
for a higher horizontal than vertical permea
bility: stratification and orientation of platy 
clay particles with their long axes ])arallel to 

Figure 17. Schematic diagram of water flow through 
oriented clay. 

the horizontal. The effect of stratification on 
the ratio of horizontal to vertical permeabihty 
is obvious; the effect of orientation is illus
trated by Figure 17. This schematic drawing 
indicates that water flowing vertically must 
follow a much more toituous path than water 
flowing horizontally. As a result, the hori
zontal permeability is higher than the vertical. 

Stratification cannot be a factor in the case 
of the remolded samples; however, it can in
fluence greatly the permeability of undis
turbed clays. Care was taken in the tests sum
marized in Table 3 to avoid using samples 
showing any evidence of sand or silt lenses; 
however, stratification cannot always be 
seen; in addition, it is possible to have dis
continuities between layers of the same ma
terial, representing periods of erosion or no 
deposition, along which water could easily 
flow. 

The relation between directional permea
bility and particle orientation may be exam
ined using the data in Tables 2 and 3. The 
ratio of the horizontal to vertical permeability, 
kx/kz, will be considered as a function of the 
orientation intensity and direction. In order 
to obtain comparable orientation values, the 
average intensities over large areas were 
multiplied by the cosine of the angle to the 
horizontal at which the clay was oriented and 
plotted vs. k^/kz in Figure 18. Thus, if ori
entation were very goocl, but at a large angle 
to the horizontal, the resultant value would 
be low and should correspond to a low ki:/kz 
ratio. Although the scatter in Figure 18 is 
quite large, a straight line may be fitted 
through the points which shows a definite in
crease in the kx/kz ratio with increasing 
orientation intensity parallel to the horizontal. 
From these data, i t ap])ears that stratification 
in the undisturbed samples had little effect on 
the horizontal permeability since the points in 
Figure 18 for the undisturbed clays do not 
scatter any more than the points for the re
molded clays. 

F U R T H E R A P P L I C A T I O N S O F T H E O P T I C A L 

S T U D Y OP C L A Y F A B R I C 

The preparation of thin sections from wet 
soils offers a new tool to aid the engineer or 
researcher in his study of soil phenomena. In 
addition to permitting the study of the fabrics 
of soils as they occur in nature, the procedure 
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PERMEABILITY AS A FUNCTION OF 
CLAY ORIENTATION 

could be applied to several more specific soil 
problems. 

Strength 
The study of strength specimens before and 

after testing could provide information rela
tive to the effects of shearing stress on the 
orientation of particles and conditions within 
failure zones. 

Compaction 
Previous investigations have shown that 

the mechanical properties of samples com
pacted on the dry side of optimum are con
siderably different than those for samples 
compacted on the wet side. A thin section 
study of compacted soils could aid in the ex
planation of these differences. 

Soil Stabilization 
Thin sections of soils treated with different 

stabilizers could be used to give information 
concerning the relations between the stabi
lizer and the soil, such as, the effect of addi

tives on the orientation of particles and the 
distribution of the additive within the soil. 

SUMMARY AND C O N C L U S I O N S 

A new procedure for the preparation of thin 
sections from wet clays has been described. 
This technique was found to be simple, ap-
pUcable to a range of soils, and gave thin sec
tions that contained particles in the same 
positions as in the original wet clay. By means 
of this technique, it is now possible to examine 
directly the fabrics of fine-grained soils as they 
exist in nature or after disturbance. The pro
cedure is potentially applicable to other soil 
problems. 

The optical study of thin sections prepared 
from 14 clays in both the undisturbed and re
molded states furnished several important 
conclusions relative to the fabric of the clays 
themselves and the importance of fabric in in
fluencing the engineering properties. 

The schematic representation of particle 
orientation within undisturbed and remolded 
marine and fresh water clays, previously pre-
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scnted by Larabe (6) and reproduced in Î 'igure 
1, is basically correct. In addition, the results 
of the present investigation jjermit certain 
modifications and expansions of Lambc's 
concepts. 

In none of the clays, either undisturbed or 
remolded, did silt particles touch each other, 
except for an occasional isolated pair. There
fore, the silt probably has little effect on the 
strength properties of the clay. 

The undisturbed clays were found to ex
hibit abrupt discontinuities, irregular silt 
distribution, local zones of oriented clay 
within a random mass, narrow veins of clay 
oriented at angles to the remainder of the 
material, and other irregularities. These fea
tures are attributable to the history of the 
material. 

Significant amounts of parallel clay ori
entation were noted in the undisturbed marine 
clays studied in spite of the fact that the ma
terial probably was initialh- deposited in a 
completely random, flocculated state. This 
orientation may be the result of two factors; 
the presence of tightly bonded oriented aggre
gates which may be remnants of the parent 
rock and of essentially one-dimensional com
pression in nature. Remolding these clays, all 
of which had had a high percentage of the salt 
leached out subsequent to deposition, led to 
improved parallel orientation of the clay 
particles, particularly within small zones. 
One-dimensional compression of the remolded 
clay induced a greater intensity of parallel 
orientation over large areas than was present 
in the undisturbed clay. A further effect of 
remolding was, of course, to homogenize the 
fabric. 

The study of fresh water clays suggests that 
account must be taken of such factors as im
purities in the depositional water and the 
nature of the adsorbed cations and their effect 
on the dispersion of the clay particles at the 
time of deposition. Formation of a deposit in 
"fresh" water does not, of itself, insure a dis
persed oriented clay fabric. The changes in 
fabrics of these materials due to remolding 
were not as pronounced as in the case of the 
marine clays. 

Correlations were found between the engi
neering properties and the clay fabric. The 
most important fabric component influencing 
properties was the clay orientation. The fol
lowing relationships were found: 

1. The greater the orientation improvement 
witli remolding, the greatoi- the loss of 
strength. 

2. The greater the orientation improvement 
caused by remolding, the steeper the slope of 
the straight-line portion of the compression 
curve for the undisturbed clay with resjiect to 
the slope of the compression curve for the 
remolded clay. 

3. The greater the orientation improvement 
caused by remolding, the greater the difference 
between the undisturbed and remolded void 
ratios at any pressure. 

4. The secondary compression of clays 
having a high degree of parallel clay orientation 
was less than the secondary compression of 
poorly oriented clays. 

5. The ratio of permeability' in a horizontal 
direction to that in a vertical direction was 
directly related to the amount of particle 
orientation parallel to the horizontal. 
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